RPIJJE

LUBRICANTS

Axle Oil GL-5 80W-90

Axle Oil GL-5 80W-90 yHu1BepcanbHOe BbICOKO3EKTUBHOE MHOIOLLENEBOE
MWHepasibHOe TPaHCMUCCMOHHOE MaCNo A5 UCNO/Ib30BaHMA B MEXaHUYECKMX
KopobKax nepeaay, peayKTopax U MOCTax 1ErKOBbIX aBTOMOOMEN, MUKPOABTO-
OyCcOoB, NErkMxX 1 TAXKENbIX KOMMEPYECKMX aBTOMODOWIEN, BHEAOPOMKHOM, FOPHO-
[006bIBalOLLEN N CENbCKOXO03ANCTBEHHOM TEXHWUKM C TpeboBaHuamm SAE 80W-90
GL-5.

Axle Oil GL-5 80W-90 n3rotaBnMBaeTcs Ha OCHOBE BbICOKOOUULLEHHbIX MUHE-
panbHbIX 6a30BbIX KOMMNOHEHTOB B KOMOWHALMK CO CneLMaibHbIMK NPUCaLKa-
MW AN AOCTUMKEHUNA CeayroLWMX NoKasaTenen:

e O4yeHb XOPOLLIAsA 3aLimMTa OT U3HOCa.

* Be/IMKO/IeNHanA YCTOMUYMBOCTb K BCMEHNUBAHMIO U KOPPO3UN.

e OT/IMYHAA YCTOMYMBOCTb K OKUC/IEHMIO.

Cneumnduraumm: APl GL-5, MIL-L-2105D, MAN 342 M1, MAN 342 M2, MB 235.0,
Volvo 1273.10, ZF TE-ML 05A/7A/16B/16C/16D/17B/19B/21A

PU3NKO-XMMUYECKME XapPaAKTEPUCTUKM

Axle Oil GL-5 80W-90 Mertopg, ucnbiTaHui Ea. uam. 80W90
MnotHocTb Npm 15° C ASTM D 4052 r/cm® 0.888
KuH. Baskoctb npu 40° C ASTM D 445 mm?/c 146
KuH. Baskoctb npm 100° C ASTM D 445 mm?/c 14.7
NHAEeKe BA3KOCTH ASTM D 2270 - 100
Temnepatypa 3acTbiBaHUA ASTM D 97 °C -24
Temn. scnbiwKu B oTKpbiTom TUrne | ASTM D 92 °C 230
Koppo3ua megHol nonocbi ASTM D 130 - 1B
NeHoobpa3osaHue (Sequence |, 11, 111)| ASTM D 892 ma/mn 10/0
docdop ASTM D 4951 % no macce 0.055

TvnoBble NoKasaTennnpoayKTa He ABNAOTCA CrieLmdmKaLimein MMOryT 3MEHATLCA B Npeaenax TpeboBaHmin HOPMATUBHON AOKYMEHTALMN NPOV3BOAMTENA.




